EAAHNIKH AHMOKPATIA EPI'O: «YTEIONOMIKH ANABAOMIXH

IHEPI®EPEIA A.M.0. TOQN EXQTEPIKQN XQPOQN TQN
I'ENIKH AIEY®OYNXH KTIPIQN T'ENIKOY NOXOKOMEIOY
ANAINITYEIAKOY IPOTPAMMATIXMOY ILE. APAMAY»

HEPIBAAAONTOX KAI YIOAOMEQN
AIEYOYNXH TEXNIKQN EPT'QN
IHEPI®OEPEIAKHYX ENOTHTAX APAMAX
TMHMA AOMQN ITEPIBAAAONTOX

TEXNIKEZ NPOAIATPADEZ

1. Tota AANEAA TENIKOQON XQPQON (ywpol KAWLIKWY, KowoxpnotoL Ywpol, dtadpouot K.a.):

® To UALKO SamESou Ba avrKeL 0TNV OLKOYEVELD TWV BEPULKA CUUTILECUEVWY, OLOYEVWY SamESWV
Bwuliou, og poAod TAATOUG 2 M.

o Ta dUAAO Ba £xouv Ttaxog ToUAAXLoToV 2 mm Kol Ba kataokeualovtal OAa and Ty iSLa mnyn
TPWTNG UANG Kal Ba TtepLEXOUV TTAVW a0 59% PUOLKES TPWTEG UAEG.

e To Samnedo Ba gival avOekTikd otig ekdopég katnyopiag T—TYPE |, wote va ivat KataAAnAo ylo
TOTOOETNON O€ KOWWOXPNOTOUG XWPOUG ULE EVTOVN XpHon.

e OQa katatacostal otnv Katnyopia 34 yia epmoptkn xpnon (ocupudwva pe to mpotumo EN ISO 10874),
£VW TO OUVOALKO Tou Bapoc Ba sivat touldytotov 2.800 g/m? kot Ba Stabétel To cuoTnua
npootaciog iQ™, i avtiotolyo, Le eMioTpwon GwWTOSIKTUWMEVNG TIOAUOUPEBAVNG, £TOL WOTE N
emudavela va sival yvallotepn xwplc va xpelaletal katepyacio eniotpwong, evw Ba dlatebel kat
OTIPEL ATIOKATAOTAONC.

e To 8amedo autd Ba eivol BOKTNPLOCTOTIKO KAl LUKNTOOTATLKO Kal Ba mopouctdlel avtoxn oth
Slatpnon £ 0,03 mm (cUpdwva pe to tpotumo EN 433).

NpodiaypadEg

1. Ta&wounon (EN ISO 10874: epmoptkn TIOAU Bapld xprion 34)

2. JUVOALKO TTAX0G: 2 mm

ZtaBepotnta Stactacewv (EN 434): < 0.10mm

Avtibpaon oe mupkayld (1ISO 13501-1): By - s1 o€ UMOOTPWLLA TOLUEVTOU
Katnyopia avOektikotntag otic ekdopec: GROUP T — TYPE |

Avtiotaon otnv oAicBnon (DIN 51130): R9

Avtox XpWHOTLOMOU oTo nAtako ¢pwg (1ISO 105-B02): > 7

Clean Room Test: ISO 4

O N U R W

NepBaroviikég MAnpodopisg

1. 100% avaKuKAWGLUO.

2. OMKEG TITNTIKEG OPYAVIKEC EVWOELS (TVOC) 28 nuépeg peTd: <10 pug/m’.
3. Oa napAayeTal o€ EPYOCTACLO TLOTOMOLNEVO Katd ISO 14001.



2. Tlata AANEAA XEIPOYPIEIQN:

© To UAWKO Samedwv Ba avrnKeL oTnV KATtnyopla TwWV OLOYEVWY CUUTILECHEVWY SamESwV BLvuliou

(PVC), og poAd MAGTOUC 2 M KoL TIAX0oUC 2 mm, Kot Ba eival avTloTatiko aywyLuo danesdo.

e OQa katardooetal otnv Katnyopia 34 yla epumnoplkn xprion kot otnv Katnyopia 43 ywa Blopnxavikn
xpnon (cupdwva pe To mpotumo EN 685).

e To GUVOALKO Tou Bdpog Ba eival touhdyiotov 2.950 g/m? kat Ba Stabétel to clotnua pootaciog
iQ, N avtiotolyo, pe eniotpwaon GWToSIKTUWUEVNC TTOAUOUPEBAVNG £T0L WOTE N eMLbAvVELa va gival
YUOALOTEPN XWPLG va XPELALETAL KATEPYAOLO EMIOTPWONG, EVW N Sladlkaoiao cuvtpNnong tou
Samédou Ba mpaypatornoleital pe Enpn Astavon.

e To 84medo Ba ival BAKTNPLOOTATIKS KoL LUKNTOOTATIKO Kat Ba £Xet eW8IKY avtiotaon oykou < 10° Q.

NpodlaypadEg

Tawvounon (EN 685): epmoptkn xprion 34 (Blopnxovikn xprion 43).
ZUVOALKO TIAXOG: 2 mm

Ztatik akun (EN 433): 0,02 mm

YtaBepotnta Staotdoswv (EN 434): Polo < 0,40%

Avtidpaon os mupkayld (ISO 13501-1): By - s1 o€ UMOOTPWLA TOLUEVTOU
Katnyopia avBektikotntag otig ekdopec: P

Avtiotaon otnv oAicbnon (DIN 51130): R9

Avtoxn xpwuatiopol oto nAtako ¢wg (1ISO 105-B02): = Level 7

. HAektpwkr) povwon (VDE 100, part 600): R1 < 5x10% Q

10. Qoprtio otatikol nAektpiopoL (EN 1815): < 2 kv

LN R WDNPR

11. HAektpikr} avtiotaon (Eykpton ESD cUpdwva pe to mpdtumo SD method 2472): R<10° Q

NepBardovtikég NMAnpodopicg

1. 100% avoKUKAWGLUO.

2. OAKEG TITNTIKEG OPYAVIKEC EVWOELS (TVOC) 28 nuépeg petd: <10 pg/m’.
3. Oa mapdyetal o€ EPYOO0TACLO TLOTOTOLNEVO Kata ISO 14001.
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